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UPDATE SHEET (No) DATE OF APPLICATION 

 
DELTA E Limits (Appendix A7) PERMANENT 

1. STORAGE OF COATING AND CHEMICAL PRODUCTS 1 July 2006 

2. TESTING THE WEIGHT OF CONVERSION COATING 1 January 2007 

3. FAILURE TO SUBMIT REQUIRED COLOURS 1 January 2007 

4. DRYING 1 January 2007 

5. EVALUATION OF COLOUR CHANGE FOR CLASS 2 POWDERS  1 January 2007 
 (OUTDOOR EXPOSURE) 

6. USE OF NO LONGER APPROVED MATERIALS BY LICENSEES 1 January 2007 

7. INSPECTION OF MATERIALS 1 January 2007 

8. REWORDING OF THE RULES FOR GRANTING AN APPROVAL 1 January 2007 

9. SEASIDE 1 July 2007 
 (REPLACED BY UPDATE SHEET No 19) 

10. STOVING CONDITIONS (IN-HOUSE CONTROL) 1 July 2007 

11. CLASS 3 POWDERS AND SAMPLING OF POWDERS 1 July 2007 

12. REVISED APPENDIX A5 (ACCESSORIES) Suspended until 
  further notice 

13. COLOUR CHANGE AFTER MORTAR TEST FOR METALLIC 
POWDER COATINGS 1 April 2008 

14-16 MATERIAL SUPPLIED BY COATING MANUFACTURERS &  
 PRETREATMENT OF TEST PANELS BY THE LABORATORIES 1 January 2009 

15. TESTS ON METALLIC COLOURS 1 July 2008 

17. 2007 EDITION OF EN ISO 2409 1 July 2008 

18. VISUAL ASSESSMENT AFTER FLORIDA EXPOSURE 1 July 2008 

19. SEASIDE (replacing Update Sheet No 9) 1 July 2008 


